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DATA FOR MATERIAL = 62352

**xxx NMAPTI' S NONMVETALLI C SELECTI ON LI ST DATA FOR MIRL CODE: 62352 **** 15- MAY-

01

MIRL CODE
62352

USE TYPE: TAPE ADHESI VE PRESSURE

SENSI Tl VE

DESI GNATI ON: STRI P- N- STI CK*

100S

COVPOSI TI ON: - SI LI CONE RUBBER W TH SI LI CONE

ADHESI VE

GENERI C | D: DYDPCKXX  MFG SERVICE TEMPS IN AIR- MN  -100 f

f

* STRIP-N-STICK I S A REG STERED TRADEMARK OF CHR

I NDUSTRI ES

MANUFACTURER:  SAI NT- GOBAI N PERFORVANCE

PLASTI CS

Dl VI SION' FORMERLY FURON CO CHR

| NDUSTRI ES

BASI C
PROPERTI ES

DATA SOURCE
DATE

01

in

Dl ELECTRI C STRENGTH
m |

ELONGATI ON

per cent

PEEL STRENGTH

in

SERVI CE TEMPS

F

SHEAR STRENGTH
psi

SHELF LI FE

days

TENSI LE STRENGTH
psi

FLAMVABI LI TY
DATA

SOURCE

02- APR-

I b/ cu

vol ts/
150. 00

Ib f/
500
1040
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PROP

NHB/ CUR PCT +/ PRESS +/ SAMPLE S CHM SMWP THI CK +/ LENGTH T RATE K
DFS SUBSTR SUBSTRATE

TYPE  TEST NR NR R OXY - psia - TP f V VOL NR i nch - inch B in/sec 10

BJP THK i n MATERI AL

01- UPW WBT772- A A 23.8 14.4 .3 99 . 1190 . 008 .40
NNN . 003 AL

WL2209- A A 25.7 .3 14.4 .3 99 . 1530 . 008 4.00
NNN . 003 AL

MLO3660- A A 30.3.3 10.2 .3 99 . 1190 . 008 1.60 . 0088 N
SNS .020 AL 6061-T6

MLO3660- C A 30.3 .3 10.2 .3 99 . 1360 . 008 2.50 . 0285 N
NNN . 032 AL

WL2209- B Cc 33.3.3 14.4 .3 99 . 1530 .008 10.00 T .03
NNN . 003 AL

TST

NHB TYP TEST NR T DESCRI PTI OV
REMARK
01 UPW MLO3660- A D STRI P- N- STI CK*
100S
01 UuPwW P SAMPLES WERE PREPARED BY REMOVI NG RELEASE LI NER AND CENTERI NG SAMPLE ON
SUBSTRATE.
01 UuPwW R NON- STANDARD TEST DUE TO SAMPLE Sl ZE. SAMPLE 2 SHORTLY AFTER | GNI Tl ON

PROPAGATED ONLY UP THE EXTREME

LEFT SIDE W TH FLAMES SPREADI NG | NMARD ACROSS SAMPLE I N VARI QUS PLACES
ALONG THE ENTI RE LENGTH OF

MATERI AL.
01 UuPwW TH' S BURN DI FFERED FROM SAMPLES 1 AND 3 WHI CH UPON | GNI TI ON PROPAGATED I N
AN EVEN FLAME DI STRI BUTI ON

ACROSS THE ENTI RE W DTH AT BOTTOM OF

SAMPLES.

01 UPW MLO3660-C D STRI P- N- STI CK*

100S

01 UPW P A 1" STRIP WAS PLACED ONTO THE CENTER OF 2.5" X 12" ALUM NUM
SUBSTRATES.

01 UuPW R A WH TE PONDER RESI DUE WAS EVI DENT ON ALL SAMPLES DURI NG POST- TEST

EVALUATI ON. SAMPLE 3 BEGAN TO

PROPAGATE UPWARD ALONG THE EXTREME RI GHT EDGE OF THE
SAVPLE.
01 UPWWL2209- A R THE MATERI AL WAS APPLI ED TO THE CENTER OF THE TARED
SUBSTRATES.
01 UPWWL2209-B R THE MATERI AL WAS APPLI ED TO THE CENTER OF THE TARED
SUBSTRATES.
01 UPWWe772-A R
1240

FLASH FI RE
DATA

CUR PCT PRESS SUBSTR FLASH FLASH FI RE
FI RE
TEST NR NR OXY psia THK in SUBSTRATE MATERI AL RTG PO NT RTG
PO NT

Wb772-B 23.8 14. 50 . 003 AL A 1000 A
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TOXICATY
DATA
CHAMBER
RUSSI AN
CUR SMP WGT VOLUME  SHUTTLE
WGT
TEST NR

| bs

NR liters R ZT100

MLO3660- B
724. 285
Wb772-D
652. 52
WL2209-C
2143. 35

4.23 K .0071

209. 03 4 K .2354

19. 52 4 H .7606

ODOR DATA - NHB TEST
6

CUR  SWMP WGT
SUBSTR
TEST NR

MI'RL

OXY psia

A 209.03 25.9

THERVAL VACUUM STABI LI TY DATA -
TVS

NHB TEST

CUR
SUBSTR
TEST NR
SUBSTRATE MATERI AL

NR R PRESS torr

WL2209-D
0. 37

Return to previous Nonmetallic M aterial select page
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12.3 120 1.3

SHUTTLE S | SSA

M. WGT S | SSA M. WGT

Ibs R ZT100 | bs

7007.7 K .0039 12717.8

212.377 K .1297 385. 427

65. 7374 K .4191 119. 302

PCT PRESS TEMP

f ODOR THK i n SUBSTRATE

. 67 0.

R RUSSI AN M

R  ZT100

K . 069

K .0766

K .0233
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